Test Report

ULR No. : TC798620000000413F
B-32, Okhla Industrial Test Report No. : GN/D(M)/20/000559-2
Area,Phase -1, New Delhi Date of Sample Receipt : 18/02/2020
India-110020 Date of Issue of the Report : 19/02/2020

Kind Attention:  Mr. Ashwani Chandel Condition of test item : MS Pipe

Customer Ref. No. : TRF, Dated 18.02.2020

Sample Description: MS 1Pipe barrier, Sample Size: 2" Dia. X 3mm THK

~ Chemical Test

(Metal and Alloys)

Date of Test Start: 19/02/2020 Date of Test Completion: 19/02/2020

Equipment used: OES, ARL iSpark8860 Test Method: ASTM E415-2017
Parameters Observed Value (%)

Carbon (C) 0.164

Manganese (Mn) 0.888
Silicon (Si) 0.280
Phosphorus (P) 0.027
Sulphur(S) 0.022
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Note:

The test report refers only to the particular sample/s submitted for testing, The sample description as described by the customer, Samples not drawn by us. The analysis,
conducted as received basis unless specified otherwise, The tested samples will be disposed off after 15 days from the date of issue of the test report, Discrepancies about
this report should be communicated in writing within 7 days from the date of issue of the test report, This report shall not to be reproduced wholly or in part, should not be used
as an evidence in the court of law and shall not be used in the advertising media without our prior permission from the laboratory.
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